ALUMINUM CORRUGATED PIPE (SD-51)
MATERIAL SPECIFICATION

1.
Scope

This specification covers the quality of aluminum corrugated pipe and fittings.

2.
Pipe

Aluminum corrugated pipe and fittings shall meet ASTM B745, B746, or B790 and conform to the following additional requirements:

When close riveted pipe is specified, the pipe shall be fabricated with circumferential seam rivet spacing that does not exceed 3 inches except that 12 rivets are sufficient to secure circumferential seams in 12-inch pipe.  Longitudinal seams that will be within the coverage area of a coupling band shall be connected by flat head rivets or welding.

3.
Coatings

Bituminous coatings, when specified, shall conform to the requirements of ASTM A849.

4.
Coupling Bands

Coupling bands must be provided to connect the pipe sections.  The completed pipe joint shall be watertight and have tensile strength equal to the pipe sections.  Gaskets must fit without warping, twisting, or bending.

5.
Fittings

Fittings shall be aluminum meeting ASTM B744 and shall be coated the same as adjacent pipe.

Welded areas and areas that will have contact with dissimilar metals shall be cleaned to bright metal and promptly painted with two coats of a chromate rich primer.
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